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Pa3paboran 3o0ib—rens Meron cuHTe3a HaHowacTHll Co3;04 — 3(QEKTUBHOTO reTepOreHHOr0 KaTajiu3aTopa C
OOJIBIION YNENbHOW IUIONIAJbI0O MOBEPXHOCTH — C HCIOJIB30BAHMEM B KAayecTBE HCXOJHOTO KOMIIOHEHTA
KpaxMaia — JIeIIeBOr0 U HETOKCUYHOTO MoJIuMepa. PEHTTeHOCTPYKTYpHBIN aHAJIN3 MOKAa3ajl, YTO B XOJ€ CUHTE3a
MCXOJHBIA HATPAT KOOAJIhTA MOJIHOCTHIO MPEBPAINACTCS B YHCTHIA KPUCTAIUIMYCCKUN OKcua kobambTa Co30y,
UMEIoMNi KyOudecKylo cTpykrypy. CoriiacHO pacderaM, CpeJHHH pa3Mep YacTHI[ MoiydeHHOro HaHo-Co3;04
cocraBisieT 24 HM. Bricokas katanutuveckas akTuBHOCTh HaHO-C03;04 ObLIA TPOJAEMOHCTPUPOBAHA HA IPHMEPE
CHHTEe3a OCH3MMHIA30JI0B: IIEJICBBIC MPOTYKTHI OBLTH MOIYYeHBI ¢ BRICOKUMHU BeIxomamu (70-95%) B TeueHme
KOpOoTKOro BpemeHH (35-95 MuH) ¢ wmcmoims30BaHHeM HeOONbIIMX KommdecTB Kartammsatopa (0.01 r). K
MperMyIecTBaM pa3pa0OTaHHON METOMOJIOTHH OTHOCHUTCS TakkKe TO, 4YTO OHA IIO3BOJNSET M30exarh
WCTIOJIh30BaHUS TOKCHYHBIX OpraHMYecKuX pactBoputeneil. Kpome Toro, katanmnzaTop MOXKET OBITh H3BICUYCH H
UCIIOJIb30BaH MOBTOPHO 0€3 KaKoi-1100 3HAYUTENLHOM MOTEPH aKTHBHOCTH.
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